
TECHNICAL DATASHET  VANADIUM PENTOXIDE

Name of Product Vanadium Pentoxide Batch No. To be reported in Final COA 

Packing 25KGs Cardboard barrels Quantity 1000KGs 

DATA SHEET 

ITEM 
STANDARD 

SPECIFICATIONS TEST RESULTS 

Appearance Orange Powder Orange Powder 

V2O5(%,Min) 99.6 99.6

Maximum Impurities 

Na 0.0050% To be reported in Final COA

K 0.0050% 

Fe 0.0050% 

Cr 0.0010% 

Si 0.0030% 

Mo 0.0010% 

Sb 0.0010% 

Pt 0.0010% 

Al 0.0010% 

Mg 0.0010% 

Ca 0.0020% 

Zn 0.0010% 

Co 0.0010% 

Cl 0.0020% 

Ni 0.0010%

Mn 0.0010% 

As 0.0010% 

Cu 0.0010% 

To be reported in Final COA

To be reported in Final COA

To be reported in Final COA

To be reported in Final COA

To be reported in Final COA

To be reported in Final COA

To be reported in Final COA

To be reported in Final COA

To be reported in Final COA

To be reported in Final COA

To be reported in Final COA

To be reported in Final COA

To be reported in Final COA

To be reported in Final COA

To be reported in Final COA

To be reported in Final COA

To be reported in Final COA

Powder Size range: less than 300 Micron




