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, I Tecllnlc;al Spedftcations Annexure'A 

Tide: Copper Bus bars 
. ) L 

, 

1. 	 Generl' SuedDcaUgos; 
Copper bus bars in accordance with ASTM standard C11000 

~ Purity: . 99.9% minimum. 

• 	 Density; 8.9 g/ec 

• 	 SIz.e 

Sr.# 
Length 
~mm) 

Width 
~mltll 

Thickness 
~mml 

Quantity 
(Nos.) 

WeIght 

J.KM 
01 2S00±5 300±2.S 15:1:0.25 25 2450 
02 2000:1:5 500:1:2.5 30:0.25 I} 2550 

Total 34 No. • 5000 Kg 

2. 	 Supply of Documents, 
• 	 Mill test certificates/ composition analysis must be provided by the supplier 

3. 	 Terms aDd CondltjDDll 
• 	 All quotations must be submitted providing full technical detail of material along 

with certification. 

• 	 All the literature must be provlded in English Language 


