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Sr. 
No. 

1. 

2, 

99.99% Pure Silver & Indium 

DESCRIPTION 

. Sliver Metal Grains 99.99% pure. Grain size 2-5mm approx., 

Impurity like Mn, Mg. Zn, Ni. Bi, Sn, Pb should be less thai"~ 

0.01 % (100PPM) especially 8i & Pb should be less than 


10PPM, 


indium Metal Rod (Dia. 15 to 20mm) or Slab 


Thickness (10-20mm) 99.99% pure, Impurity like Fe, Mn, Mg. 


Zn, Ni. Bi, Sn. Pb stlould be less than 0.01 % (100PPM) 


especially Bi 8. Pb should be less than 10PPM. 


Mill Te$t Certificates must be provided 
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